Certificate of Analysis

Material POLYCARBONATE RESIN Date - 21-Feb-13
Grade K-20MRA
Color No. ~ CLEAR P00034 P/O No. . 2
Lot No. - 3B034 Invoice No. . 310215
(17,450 Kgs.)
Properties Test Methods Units Specs Values
Appearance Visual Inspection - PR Conformance
i P Specification
|
Color Visual Inspection - o Conformance
Specification
J/m 2637.0 719.3
ASTM D256 vm—_— -
. 2 00. 73.4
Izod Impact Strength ( V-Notched, 1/8" @23°C) kgf-cm/cm =265.0
ft-Ibf/in =11.89 13.43
Mpa _— .
Flexural Strength ASTM D790 kgficm2 i =
Ibf/in2
* | ASTM D1238 .
| MetFowRste | agigae | 90™" | 000 | T
. . . GPC
Molecular Viscosity Weight (TOS_Qﬂ_l_-vLHLC-8220GPC)HJ Wx jI0,000 | 1.90-2.10 2.01
Flammability ULS4 Rating - —
Result PASS
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